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Abstract 

By applying an appropriate voltage between an STM tip and a metallic substrate, it is possible to induce highly localized 
electrostatic fields. In this paper, it is shown that the apex of the STM probe, responsible for the resolution, confines an 
electric field of small lateral extension inside the junction. The change in the potential energy of an adsorbate submitted to 
such a field is calculated with a self-consistent scheme. A microscopic description of both the tip-apex and the adsorbates is 
used and the correlations between each polarizable centre are accounted for with a discretized Lippmann-Schwinger 
equation. Several applications show that our real space approach is extremely attractive for studying electrostatic field 
distributions in low symmetry systems. Field induced manipulation processes of C60 molecules are discussed in this context. 

1. Introduction 

Besides its application as an analytical instrument, 
the scanning tunneling microscope (STM) can also 
be used to produce new atomic or molecular  arrange- 
ments stabilized by the atomic corrugations of  a 
surface [1-8].  A large variety of  manipulat ion pro- 
cesses performed on numerous systems has already 
been described. The simplest  method for manipulat-  
ing adsorbates with an STM exploits the physical  
interaction between the probe tip and the adsorbed 
species. The pioneering work of  Eigler and cowork- 
ers [1], performed on the X e - N i ( l l 0 )  system, is an 
impressive demonstration of  its feasibility. In this 
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experiment the adsorbate was slid along the surface 
by  applying a lateral interaction or by using the van 
der Waals  trap induced by the tip [9]. 

The STM devices also offer other interesting pos- 
sibilities of  moving an adsorbate in a controlled way. 
For  an appropriate bias voltage, the presence of  a 
strong electrostatic field confined between the STM 
tip apex and the substrate can be used to finger and 
displace the adsorbate. We  then deal with the so- 
called f i e l d  i n d u c e d  m a n i p u l a t i o n  p r o c e s s  exten- 
sively described in the literature [7]. Since 1991 there 
has been a continuous effort to develop and improve 
this experimental  technique. Thus, as described in 
the recent works  of  Avouris  and coworkers [4], the 
STM can even be used to manipulate at room tem- 
perature strongly bound silicon atoms or clusters on 
Si surfaces, by applying 3 V voltage pulses. In 
similar experiments,  field-assisted manipulations 

0169-4332/95/$09.50 © 1995 Elsevier Science B.V. All rights reserved 
SSDI 0169-4332(94)00557-5 



M. Deve l  et al. / A p p l i e d  Surface Science 8 7 / 8 8  (1995) 3 9 0 - 3 9 7  391 

were demonstrated by Stroscio et al using Cs atoms 
on GaAs and InSb(l l0)  surfaces [6]. 

In the case of a pure sliding process, the adsor- 
bates are moved along the surface atomic rows with- 
out destroying the binding existing between the ma- 
nipulated species and the substrate. The motion can 
then be achieved not only by playing on the t ip-ad- 
sorbate interaction energy Uta, but also by exploiting 
the electrostatic energy Uel coupling the bias external 
field and the adsorbate. An advantage of this second 
procedure lies in the possibility to precisely adjust 
the threshold tip height corresponding to a sequence 
of controllable manipulations. 

The understanding of the physical mechanisms 
underlying such field induced manipulation pro- 
cesses is mandatory to precisely handle single atom 
and molecule [10-12]. A precise calculation of Uel 
requires specific models adapted to the very complex 
geometry of the tip-adsorbate-surface junction. The 
aim of the present paper is twofold. First, we will 
show from a self-consistent treatment that the last 
atoms of the apex, responsible for the atomic STM 
resolution, confine a strong electric field when the 
tip is at tunnelling distance from the surface. This 
calculation will be developed within the framework 
of the electrostatic field propagator method (EFP) 
[12]. In this scheme, for a given tip-sample configu- 
ration, the three-dimensional (3D) field distribution 
around the apex is derived from the knowledge of 
the self-consistent field inside the STM tip apex. In a 
second stage we will show how il is possible to 
extend this approach in order to account for the 
presence of a large size adsorbate trapped inside the 
junction. Finally the knowledge of the entire field 
distribution inside the system will be exploited to 
determine a general expression for the electrostatic 
energy U~I which depends on the mutual interactions 
between all the partners composing the junction. 
Field induced manipulation processes of fuUerene 
molecules adsorbed on Au(110) surface will be dis- 
cussed in this context. 

2. 3D-field distribution inside the junction 

Well characterized tips are currently made by the 
build-up technique [13] or by the deposition tech- 
nique [14]. Recently, it was demonstrated from a 
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Fig. 1. Schematic illustration of the t ip-sample STM junction 
used for the electric field calculations. The vector R 0 = 
(X0, I70, Z0) defines the detector apex position with respect to the 
surface frame. The  shadowed zones schematize the fullerene 
molecules and the dashed circles represent the atoms of the 
metallic protrusion. 

comparative study between experimental and theoret- 
ical STM scans, that the very tip cannot be assimi- 
lated to a jellium sphere [12]. In fact, the atomic-size 
microtip must be considered as a nanometer scale 
protrusion supported by a larger metallic base [15]. 
As described in Ref. [12], such a geometry can be 
handled from a theoretical point of view, by splitting 
into two parts the physical system: a reference sys- 
tem (in our case the metallic base of the tip plus the 
surface (cf. Fig. 1)) and the microscopic components 
localized in the junction (adsorbed molecules plus 
the metallic probing apex). 

The field distribution E 0 inside the reference 
system can be obtained by solving the Laplace equa- 
tion. For example the problem of a sphere or an 
hyperboloid placed in front of a plane metallic sur- 
face has been extensively discussed in the literature 
[16]. For such a geometry, E 0 may be approximated 
by 

Vo (u+u2)  1~2 
EO=Dolog[ul/2+(1 b l ) I / 2 ] U z ,  ( 1 )  

where V 0 represents the bias voltage and u = Do~b; 
with D O the distance between the substrate and the 
macroscopic base and b its curvature radius (cf. Fig. 
1). In a real experimental configuration both the 
atomic protuberance fixed on the macroscopic base 
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and  the  adso rba t e s  loca ted  in the  j u n c t i o n  (cf. Fig. 1) 

gene ra t e  s o m e  d i s to r s ion  o f  the  in i t ia l  e lec t r ic  po ten-  

t ial  d i s t r ibu t ion  ~b0(r) a s soc ia t ed  w i th  Eo(r ) .  T h e  

n e w  po ten t i a l  ~b(r)  ly ing  a r o u n d  the  adso rba t e s  can  

be  ob t a ined  se l f - cons i s t en t ly  by  so lv ing  the  fo l low-  

ing  impl i c i t  F r e d h o l m  equa t ion :  

(~ ( r )  = (ri0(r) -[- (flapex(r) ~- (])ad(r), ( 2 )  
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Fig. 2. Grey scale representation of the electric field distribution calculated above a cluster formed of 7 C60 molecules adsorbed on a gold 
surface. The two axes OX and OY are labelled in A. The equilibrium distance between two adjacent molecules is 1 nm according to recent 
STM measurements [18]. The calculation is performed in a plane Z = 13 A parallel to the surface with a tip-sample distance Z 0 of 30 A. 
The zeroth order field is along OZ direction and equal to 0.25 V / A  and the contour plots vary by steps of 0.02 V/A:  (a) amplitude of the 
OZ field component (cf. Fig. (1)). (b) amplitude of the OX field component. (c) amplitude of the OY field component. (d) total amplitude 
of the field. 
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where 

~apex/ad(r) 

= f fgo(r, r l )  Xapex /ad( r l ,  r 2 )  ~ b ( r 2 )  d r  1 d r  2. 

(3) 

In Eq. (2), the last two contributions ~bapex(r) 
and ~ba0(r) , account for the presence of both the apex 
and the adsorbates. Moreover Xapex(rl, r2) and 
Xad(rl, r 2) represent their charge-density susceptibil- 
ities [17]. The scalar response function Ko(r , r 1) is 
the electrostatic potential propagator associated with 
the reference system [17]. Note that in the present 
description, in which the tip is at tunnelling distance 
from the substrate, the junction can be assimilated to 
a weakly leaking capacitor. Consequently, in a first 
stage, the effect of the tunnelling current on the 
whole surface charge density of the reference system 
can be neglected. 

In the expressions of qSapex(r) and &ad(r), the 
integrations have to be performed respectively over 
the volumes of the protrusion and of the adsorbates. 
The simplest way of solving Eq. (2) is by discretiza- 
tion in the real space. This can be done by using the 
natural grid formed by the atoms themselves. For 
this purpose, one can expand the charge-density 
susceptibilities Xapex(rl, r 2) and Xad(rl, r 2) as series 
of multipolar polarizabilities around the atomic posi- 
tions r i of the protrusion and rj of the adsorbate. 
This leads to 

)(apex( r ,  r ' )  

= k {Ct(a~x[2]Vrt~(r--ri) ~Tr't~(r'--ri) 
i=1 

Jr- lrv(2) [/I] ~[7 (2)~(2)'~[ r - -  r i )  
9 ~ a p e x t - J  "r "r' ~ \ °  

× 6 ( r ' - r i ) +  . - - } ,  (4) 

and 

Xa (r,r') : E 
j = l  

+ ~aa(~)[4] ~r (2)~r,(2)~ ( r  -- ry) 

X~( r ' - - r j )  + . . . } ,  (5) 

where a (p) and a (p) define the static multipolar apex ad 
polarizabilities of the atoms forming the apex and 

the adsorbates respectively [12]. The symbol [k] 
indicates a total contraction of kth order. In a first 
stage, and with a good accuracy [12], the multipolar 
contributions higher than the dipolar one can be 
neglected. This leads to a single summation over the 
atomic positions. In this approximation, the number 
of discretization points used to solve the integral Eq. 
(2) is equal to the total number of atoms. The 
self-consistent field E ( r ) = -  Vqb(r) occurring in 
the gap is then given by the following equation 

E(r) Eo(r ) + ~ S(r, ri) (1) = aapexE(ri) 
i=1 

+ ~ S(r, ry) c~}~)E(ry), (6) 
j=l 

with 

S(r, r') = VrVr, Ko(r , r'). (7) 

Note that in the present study, the spatial localization 
of the system (protrusion + adsorbate) allows us to 
solve Eq. (6) exactly. Indeed, both indices n and m 
are always finite, so that the resulting matrix equa- 
tion can be solved by a standard linear algebra 
procedure. Moreover, in Eq. (7) S(r, r') represents 
the electrostatic field propagator associated with the 
reference system. For a pair of bare metallic elec- 
trodes, this dyadic tensor can be derived by applying 
the procedure described in Ref. [17]. 

We will focus our attention on a standard system 
for STM: fullerene molecules adsorbed on a metallic 
surface [18-20]. We consider a (110) oriented cop- 
per tip apex brought to the proximity of an hexago- 
nal aggregate of seven C60 molecules adsorbed on a 
gold surface. For ideal C60 molecules, the spatial 
arrangement of carbon atoms can be found in Ref. 
[21] with atomic polarizabilities extracted from data 
for graphite. The field propagator S has been con- 
structed from the data of Ref. [12] and for ~x~x we 
have used the value of 9.2 ~3 given by Teadrout and 
Pack [22]. 

In Fig. 2, a grey scale representation of the elec- 
trostatic field distribution is presented. In this first 
application the STM tip is placed far away from the 
C6o molecules. The calculation of the field is per- o 
formed in a plane Z = 13 A parallel to the substrate. 
The computational window is limited to a square of 
side 40 A centered around the fullerene island. The 
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equilibrium distance between two adjacent C60 
molecules is set to 1 nm according to recent STM 
measurements [18]. In this application the zeroth 
order applied field (i.e. in the absence of the 
molecules) is equal to 0.25 V / A .  In the four differ- 
ent maps Ez(X, Y), Ex(X, Y), Ey(X, Y) and 
I E(X, Y) I given in Fig. 2, one remarks that the C60 
molecules induce a strong confinement of the initial 

field E o. In fact the lateral variation of the total field 
is directly related to the shape of the molecules 
themselves; especially for the normal component 
Ez(X, Y) of the field (Fig. 2a) as well as for its 
modulus (Fig. 2d). Concerning the two parallel com- 
ponents Ex(X,Y) and Ey(X,Y), one observes a 
succession of clear and dark regions revealing a 
depolarization phenomenon. A similar depolarization 
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Fig. 3. A sequence of grey scale representations of the variation of the modulus of the electric field calculated in the presence of the tip. The 
sample is the same as the one considered in cf. Fig. 2. The applied voltage is equal to 4 V and the contour plots vary by step of 0.025 V/A.. 
The black level corresponds to about 0.222 V/A: Various tip-sample configurations are considered: (a) Z 0 = 16 A, Y0 =o 0, and X 0 = 7 A. 
(b) Z o=16A,Yo=0,and X 0=l l .5A. (c )  Z 0=17A,II0=0,and X 0=7,~.(d) Z o=17A,Yo=0,and X 0=11.5A. 
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effects also occur above the central C60 molecule of 
the fullerene island (see Fig. 2d). 

When the electrode bearing the metallic protru- 
sion is brought close to the sample, the previous 
electrostatic field distribution (see Fig. 2) is locally 
modified by the presence of the apex. A simulation 
of this operating mode is displayed in Fig. 3 with a 
tip-apex composed of two atomic layers. The com- 
parison between Fig. 2 and Fig. 3 clearly indicates 
the presence of an overconfinement introduced by 
the tip-apex itself. The lateral extension of this peak 
is very sensitive to the t ip-sample distance. When 
the tip is approaching the sample, the field magni- 
tude increases under the apex and its lateral exten- 
sion is reduced. For a distance Z 0 = 16 /~ the en- 
hancement factor ~/= [ E [/] E 0 [ reaches about 2.24. 
In the application illustrated by Fig. 3 the black level 
corresponds to 0.222 V / A  and the computational 
window was limited to a square of side 30 A cen- 
tered around the hexagonal cluster. Finally, we would 
like to emphasize that the charge distribution changes 
inside each C60 molecule is included owing to the 
self-consistent condition described above (cf. Eq. 
(2)). 

3. Field induced manipulation of fullerenes 

When the probing tip is scanned above an isolated 
fullerene molecule adsorbed on the surface, the elec- 
tric field induces an energy U(R 0, Rfu 1) which de- 
pends on the spatial position of the tip. The vector 
Rfu I defines the position of the center of the fullerene 
with respect to the surface frame. This energy can be 
split into two parts 

(1) 2 V ( R o , R f u l )  = - - ~ 1  - -  Ofapex g ( r i ,  R o , R f ~ l )  
i=1 

i ~ ,  ( 1 ) ~ 2  / R f u , ) .  ( 8 )  aad /~ ~rj, Ro, 
j = l  

In these relations E(ri, Ro, Rfu 1) represents the mod- 
ulus of the self-consistent field at each atomic site. 
These fields are obtained by so lv ing  the set of 
(n + m) linear equations associated with relation (6). 
Their implicit dependence with respect to the geome- 
try of the system, described by the two vectors R 0 
and Rful, is accounted for :by the electrostatic field 
propagators. Note that the present treatment allows 
to include the mutual interaction between the adsor- 
bate and the metallic protrusion. 
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Fig. 4. Variation of the attractive inductive energy U(0, 0, Z 0) experienced by a C6o molecule  located under the STM tip, as a function of  
the applied voltage V o. ( ) V o = 1 V, ( -  - - )  V o = 2.5 V, ( . . . . .  ) V o = 5 V. 
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In Fig. 4, the variation of the inductive energy U 
is presented for different bias voltages, as a function 
of the t ip-sample distance Z 0. In this application we 
have restricted our study to the case of a single C60 
molecule adsorbed on Au(ll0) .  This system has 
been extensively studied in STM but no experimen- 
tal data is available for the equilibrium configuration 
of a single C60 on the (110) face of Au. Recently the 
equilibrium position was estimated by using the MM2 
molecular mechanics package [23]. For the (110) 
face of gold this method leads to an equilibrium 
distance Deq ' = 6.2 ,~ above the hollow site with an 
adsorption energy U 0 = 1.09 eV. It may be seen on 
Fig. 4, that for V 0 < 1 V, the induction energy is 
very weak compared to the adsorption energy. More- 
over, in the present application, where there is no 
permanent multipolar moment on the adsorbate, the 
resulting force associated with U(R o, Rfu 1) is always 
directed towards the tip. Finally one remarks that for 
stronger applied voltages (for example V 0 = 5 V), 
the inductive energy can reach 700 meV when the 
tip is brought at the immediate proximity of the C60. 

We now address the problem of field induced 
manipulation of an isolated C60 molecule adsorbed 
on the (110) face of gold. According to recent MM2 

calculations [23], the variation of the adsorption en- 
ergy Uad along the [110] rows of this metallic surface 
can be fitted by the following relation: 

Uad ( Xful ) = - -  ( U o  - -  1Ucor )  

1 [ 2"n'Xful ] 
- ~ U c o  r c o s [  T ) '  (9) 

where A represents the lattice length of the gold 
surface along the [110] rows. The magnitude Uco r of 
the corrugation energy experienced by the molecule 
along the same direction reaches about 150 meV. 

The size of a C60 is large compared to the lattice 
parameter (A = 4.07 A for gold). Hence, if we are 
able to apply, with the STM tip, a sufficiently con- 
fined field to locally annihilate the diffusion barrier, 
it would be possible to precisely manipulate the 
fullerene molecule. The feasibility of this process 
can be investigated by studying the variation of the 
total energy given by 

Ut(Xf, l) = Uad(Xful) + U(Xful) (10) 

as a function of the lateral position X~u I of the 
fullerene and for different values of the tip height 
Z 0. A simulation of this operating mode is presented 
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Fig. 5. Variation of the lateral binding energy Ut(Xful) of a single C60 along a [110] row of a gold surface. The applied voltage V o is equal 
to 4 V and the corrugation energy is simulated using data given in Ref. [23]. Three different tip heights Z 0 are considered: ( ) 
Z 0 = 13 ,~, ( -  - - )  Z 0 = 14 A, ( . . . . .  ) Z 0 = 17 ,~. 
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in  Fig. 5 where  the applied vol tage is kept  constant  
(V 0 = 4 V). As  expected, the metal l ic  protrusion 
induces  a depression of weak  lateral extens ion with a 
depth that s trongly depends  on  the t i p - s a m p l e  dis- 
tance. For  example  it may  be observed that around 
13 A, the barrier  heights associated with the two 
equi l ib r ium sites located apart f rom the origin are 
cons iderably  reduced,  so that at room temperature 
the molecule  is able to j u m p  from an equi l ibr ium site 
to another  site. Thus,  if  the tip is moved  alonog the 
atomic row under  these condi t ions  (Z  0 ---13 A and 
V 0 = 4 V), the C60 molecule  which  is trapped by  the 
electrostatic wel l  wil l  fol low the tip-apex. A l o n g  the 
[110] direct ion a s imilar  control lable  mot ion  is also 
possible.  But  due to the weaker  diffusion barrier 
a long the [110] atomic rows, the threshold vol tage is 
found  to be around 3.25 V for the same t i p - s a m p l e  

o 

distance Z 0 = 13 A. Final ly ,  we bel ieve that a realis- 
tic s imula t ion  of  the field induced desorpt ion process 
of  an isolated adsorbed C60 molecule  could be per- 
formed by  adding in the present  scheme the ever-  
present  t i p - s a m p l e  van  der Waals  interact ion effect. 
Such extensions  are in progress. 
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