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A classical electromagnetic calculation of the lifetime of an emitting electric dipole near a material
slab is presented. The lifetime is deduced from the imaginary part of the electric field Green’s tensor
associated with the stratified medium. The method is applied not only to the well known case of
metallic reflectors, but also to magnetic reflectors and to negative refractive index slabs. The
frequency dependence of the nonradiative decay rate at small distances is analyzed and interpreted
in terms of the surface polariton modes of the slab. ©2004 American Institute of Physics.
@DOI: 10.1063/1.1812742#

I. INTRODUCTION

The modification of molecular fluorescence near a metal
surface has been the subject of many experimental and the-
oretical investigations.1–10 It was found that for distances of
the order of a few wavelengths from the metal surface the
fluorescence lifetime oscillated as a function of distance,
while for small distances the lifetime decreased monotoni-
cally towards zero. The oscillations result from interference
between the emitted radiation and the wave reflected from
the metallic surface. The decrease in the lifetime at small
distances is due to nonradiative energy transfer into the
metal. These phenomena can be derived theoretically from
the model of an oscillating point dipole near a surface. This
model was already treated by Sommerfeld in his investiga-
tion of the radio frequency radiation of a radiating dipole
above the conducting earth.11 Quantum mechanical calcula-
tions of the coupling of excited molecules to the surface have
also been performed, and it was found that the results are
similar to those derived by classical electromagnetic
theory.5,8 The dependence of the nonradiative energy transfer
rate on frequency has been analyzed, and the peaks have
been interpreted in terms of the relevant surface plasmon
modes of the metal.4,5,7,8,10

In all of the works mentioned above, the reflecting sur-
face was metallic. The question arises whether a magnetic,
nonmetallic reflector will exhibit similar effects. Whereas the
metallic reflector has a dielectric permittivity with a negative
real part, the magnetic reflector is characterized by a mag-
netic permeability with a negative real part. The possibility
of engineering artificial materials of this type has recently
been demonstrated.12,13 Here we employ the Green’s tensor
technique to the calculation of the lifetime and nonradiative
decay rate of a dipole near a surface. We compare the cases
of metallic and magnetic reflectors, and also treat the case of
a dipole near the surface of a negative index material. Al-
though the frequency range of presently available metamate-
rials with negative permeability is in the microwave region,

the goal of extending their range to higher frequencies might
be achievable in the future.

The results presented here are also useful at microwave
frequencies, since there are close similarities between the
radiation of a fluorescent molecule and that of a dipolar an-
tenna. For the latter, the field reflected by the surface disturbs
the antenna emission, leading to an increased antenna radia-
tion resistance, the real part of the impedance. In a more
general way, the following results can be applied to any ra-
diating system where dipolar interaction plays a dominant
role, such as in quantum dots.14

II. LIFETIME EVALUATION USING
THE GREEN’S TENSOR

The normalized lifetimet of a dipolar source oriented in
the a direction (a5x,y,z) in the presence of one or several
material interfaces can be deduced from the imaginary part
of the aa component of the electric field Green’s tensorG
associated with the corresponding stratified medium.15,16Us-
ing the same unit system as in Ref. 17, we obtain
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where k is the wave number of the medium in which the
dipole is located. The lifetime in Eq.~1! is normalized to its
value in an infinite homogeneous medium with wave number
k. The technique described in Ref. 18 is used to compute the
Green’s tensor associated with a stratified medium composed
of material layers with arbitrary permittivitye i and perme-
ability m i . This approach consists in expanding the field of
an electric dipole in plane waves and summing up all the
corresponding reflected and refracted components at the dif-
ferent material interfaces in the stratified medium. The cor-
responding Sommerfeld integral is computed by deforming
the integration path in the complex plane, as described in
Ref. 18. It should be emphasized here that difficulties arise
when a material layer hase5m521. In that lossless case,
the excitation of surface waves with infinite quality factorQ
on the material interface leads to a singular behavior of thea!On leave from Soreq NRC, Yavne 81800, Israel.
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electric field, which renders the numerical problem
intractable.19 However, in practical realization of negative
refraction materials, some losses are always present, includ-
ing in the microwave regime.12,13These losses make the nu-
merical problem well behaved and the integration technique
presented in Ref. 18 can be applied straightforwardly.

III. NUMERICAL RESULTS AND DISCUSSION

We apply the Green’s tensor technique to obtain the di-
pole lifetime for three types of surfaces:~a! Re@e~v!#,0 and
Re@m~v!#.0, as is the case for metals below the plasma fre-
quency;~b! Re@e~v!#.0 and Re@m~v!#,0, which is achiev-
able with magnetically dispersive, nonmetallic materials;~c!
Re@e~v!#,0 and Re@m~v!#,0, i.e., a negative refractive in-
dex material.

The calculations are performed for a slab of thickness
d520l, wherel is the wavelength at the dipole frequency.
The dipole is in vacuum, at a distancez from the surface of
the slab. The results of the normalized lifetime calculations
for a metallic slab with negative Re@e~v!# and positive
Re@m~v!# are shown in Fig. 1. The well-known oscillatory
behavior due to interference effects is obtained. The ampli-
tude of the oscillations increases with decreasingz, but at
very small distances from the surface, the lifetime decreases
sharply due to nonradiative energy transfer into the slab.

We now interchange the values of the permittivity and
the permeability, so that we have a nonmetallic slab, with
negative real part of the permeability. The results for this
case, shown in Fig. 2, again exhibit the oscillations which
decrease at large distances, and the sharp nonradiative de-
crease of the lifetime at small distances. The main difference,
compared with Fig. 1, is that the nonradiative decay begins
to prevail at smaller distances, so that higher lifetime oscil-
lations are obtained. Another interesting difference is that in
the interference pattern, the maxima of Fig. 2 appear where

in Fig. 1 the minima have occurred. In other words, there is
a half wavelength shift between the two patterns. The origin
of this shift can be traced to the phase shift ofp which
occurs in the reflection coefficient when the values ofe and
m are interchanged. The results for the case of a negative
index material are shown in Fig. 3. As expected, the interfer-
ence pattern practically disappears, because the electromag-
netic radiation can propagate through the slab, which has the
same impedance as the vacuum where the dipole is located.

For the case of metals, the decrease of the dipole lifetime
at very short distances has been interpreted in terms of the
excitation of surface plasmons. The decay rate of the dipole

FIG. 1. Normalized lifetime of dipole near a slab of thickness 20l, with
e52310.01i and m5310.01i . Full curve—dipole parallel to surface,
broken curve—dipole perpendicular to surface.

FIG. 2. Normalized lifetime of dipole near a slab of thickness 20l, with e
5310.01i andm52310.01i . Full curve—dipole parallel to surface, bro-
ken curve—dipole perpendicular to surface.

FIG. 3. Normalized lifetime of dipole near a slab of thickness 20l, with e
52310.01i and m52310.01i . Full curve—dipole parallel to surface,
broken curve—dipole perpendicular to surface.
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is a measure of the overlap between the near fields of the
dipole and the fields of the surface plasmons of the slab. The
slab surface plasmons are nonradiative and cannot be excited
directly by a propagating incident electromagnetic plane
wave. The near field of the dipole has evanescent compo-
nents, and can therefore excite the surface plasmons. In order
to interpret the nonradiative decay in terms of the various
surface modes of the slab, we calculate its frequency depen-
dence. Negative values of either the permittivity or the per-
meability necessarily mean that the material is dispersive.
For our calculations we assume the following typical forms
for the frequency dependence of slab permittivity and perme-
ability:

e~v!512
vp

2

v~v1 ig!
, ~2!

m~v!512
Fv0

2

v22v0
21 iGv

. ~3!

Here, vp is an effective plasma frequency,v0 is the reso-
nance frequency of the permeability, andg andG are damp-
ing frequencies. In the numerical calculations the following
parameters are used:vp52.5v0 , g50.01vp , G50.01v0 ,
and F51.25. We calculate the normalized decay rate~in-
verse of normalized lifetime! for a dipole located close to the
slab surface, at a distance ofz50.03l0 , wherel0 is the free
space wavelength corresponding to the frequencyv0 . The
slab is assumed to be thick withd510l0 . First, we check
the case of no magnetic dispersion, i.e.,m~v!51. The calcu-
lated energy transfer rate is shown in Fig. 4. As expected, the
energy transfer rate peaks at the surface plasmon frequency,
defined as the root of the equatione~v!521, which yields
the valuev/v051.77. This metallic type surface plasmon is

p polarized. Thus, its electric field has components both par-
allel and perpendicular to the slab. Therefore it is excited by
dipoles of both polarizations. Next we examine the case of
no dielectric dispersion, i.e.,e~v!51, and the results are
shown in Fig. 5. The peak atv0 is due to ap polarized
magnetic polariton. The higher frequency peak is due to the
s polarized surface mode branch, which converges at large
wave vectors to the frequency given by the root of the
equation20 m~v!521. For the parameters employed here,

FIG. 6. Frequency dependence of normalized decay rate of a dipole at a
distance of 0.03l0 from a slab of thickness 10l0 . The slab permittivity is of
the form ~2! and the permeability of the form~3!. Full curve—dipole par-
allel to surface, broken curve—dipole perpendicular to surface.

FIG. 4. Frequency dependence of normalized decay rate of a dipole at a
distance of 0.03l0 from a slab of thickness 10l0 . The slab permittivity is of
the form ~2!. Full curve—dipole parallel to surface, broken curve—dipole
perpendicular to surface.

FIG. 5. Frequency dependence of normalized decay rate of a dipole at a
distance of 0.03l0 from a slab of thickness 10l0 . The slab permeability is
of the form~3!. Full curve—dipole parallel to surface, broken curve—dipole
perpendicular to surface.
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this yields the valuev/v051.28, and for the parallel dipole
a peak indeed occurs at this frequency. The perpendicular
dipole cannot excite ans polarized surface mode. The calcu-
lated frequency dependence of the decay rate, when the slab
has both dielectric and magnetic dispersion, is shown in Fig.
6. It is found that all peaks shown in Figs. 4 and 5 appear, the
p polarized ones for any polarization of the dipole, and thes
polarized one only for the dipole which is parallel to the
surface. So far, the calculations were performed for a thick
slab. For a thin slab withd50.1l0 the spectral dependence
of the decay rate assumes the form shown in Fig. 7. The
three surface polariton peaks again appear, and two subsid-
iary peaks are found to occur. The subsidiary peak atv/v0

51.06 is outside the frequency region of the slab surface
polaritons.20 We therefore assign it to a waveguide mode,
i.e., a mode having an oscillatory behavior inside the slab
and an evanescent behavior outside it. The weak peak at
v/v051.37 results from the splitting of thes polarized sur-
face polariton, due to the interaction between the surface
modes localized at the two surfaces. The analogous effect in
metals, of the coupling of a dipole to plasmons localized near
the two surfaces of a thin silver film has recently been
reported.10

In conclusion, we have calculated the lifetime of an
emitting dipole near three types of material slabs:~1! Metal-
lic slab, which is the case studied extensively in the past,~2!
magnetic reflector slab, possessing a negative real part of the
magnetic permeability, and~3! negative refractive index ma-
terial slab, with negative real part of both the permittivity
and the permeability. We have found that for the magnetic
reflector, the dependence of the dipole lifetime on the sepa-
ration of the dipole from the surface is qualitatively similar
to that previously found for a metallic reflector. The lifetime
oscillates as the distance of the dipole from the surface is
varied, and it decreases sharply at very short distances, due
to nonradiative decay. For a negative refractive index mate-
rial the oscillations are hardly observable, because the radia-
tion emitted from the dipole can propagate through the slab,
so that interference effects are minimal. Using typical mod-
els for the dispersion of the permittivity and the permeability,
we have analyzed the frequency dependence of the decay
rate at small distances in terms of the surface modes of the
slab. While in previous studies only peaks due top polarized
surface polaritons were predicted, for a magnetic reflector, or
for a negative index material,s polarized surface mode peaks
also appear.
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FIG. 7. Frequency dependence of normalized decay rate of a dipole at a
distance of 0.03l0 from a slab of thickness 0.1l0 . The slab permittivity is
of the form ~2! and the permeability of the form~3!. Full curve—dipole
parallel to surface, broken curve—dipole perpendicular to surface.
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