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ABSTRACT: Multiresonant plasmonic nanoantennas have recently gained a lot of
attention due to their ability to enhance nonlinear optical processes at the nanoscale.
The ﬁrst nanostructure designed for this purpose was an aluminum antenna composed
of three arms, designed to be resonant at both the fundamental and the second
harmonic frequencies. It was demonstrated that second harmonic generation induced
by its resonances at both the fundamental and second harmonic wavelengths is higher
than the one from a simple dipolar nanoantenna supporting a resonance at the
fundamental wavelength only. However, the underlying mechanisms leading to this
strong nonlinear signal are still unclear. In this study, both advanced simulations and
experiments are combined to investigate in details the role of the mode coupling in the enhancement of second harmonic
generation. By varying the length of the nanoantenna arms, it is clearly demonstrated that second harmonic generation is
enhanced when the coupling between the quadrupole and the dipole modes at the second harmonic wavelength is signiﬁcant.
Indeed, using a numerical analysis based on the spatial selection of the second harmonic sources, it is shown that the second
harmonic quadrupolar mode, which is directly excited by the fundamental pump, can resonantly transfer its energy to the second
harmonic dipolar mode supported by another part of the nanoantenna due to near-ﬁeld coupling. The study of the second
harmonic generation mechanisms of double resonant plasmonic systems is important for the design of eﬃcient second harmonic
meta-devices such as coherent extreme-ultraviolet sources, ultrasensitive index, and chiral plasmonic sensors.
KEYWORDS: double resonant antenna, nonlinear plasmonics, second harmonic generation, coherent near-ultraviolet source
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conversion rate and play an important role since the selection
rules diﬀer from that of the excitation ﬁeld.28
So far, most of the previous research works have focused on
the SHG with a single engineered plasmonic resonance at
either the fundamental or SH wavelength. In both cases, it was
clearly shown that the SHG can be enhanced by an order of
magnitude in comparison with oﬀ-resonance excitation or
emission.29−31 To further improve the SHG, plasmonic
nanostructures supporting resonances at both the fundamental
and SH wavelengths have been recently designed, such as
multiresonant or broadband nanostructures.23,24,32−37 Interestingly, for the Al double resonant antennas composed of threearms,32 even though the fundamental near-ﬁeld intensity is
lower than that of a dipole nanoantenna resonating only at
fundamental wavelength, the SH scattering intensity is still
enhanced several times.32 Yet, the physical mechanisms leading
to the enhancement of SHG in these nanostructures are still
unclear, although essential for the design of eﬃcient nonlinear
plasmonic devices.
In this article, we use a surface integral equation (SIE)
method38−41 and nonlinear optical experiments to study the
SHG mechanism in the Al double resonant antenna composed
of three arms (DRA) by detuning the resonance close to the

econd harmonic generation (SHG) from plasmonic
nanostructures has recently gained signiﬁcant interest
thanks to the numerous new possibilities it enables, such as
surface-plasmon enhanced nonlinear emission,1−5 ultrahigh
sensitivity to the nanostructure surface morphology, 6,7
manipulation of the nonlinear radiation through the nanostructure geometry,8,9 nonlinear phase control with ultrathin
plasmonic metasurfaces,10−12 sensing,13−15 and abolition of
the phase-matching condition.16,17 Indeed, plasmonic nanoantennas support localized surface plasmon resonances and can
tightly conﬁne light into small volumes.18 These induced
electromagnetic hot spots, that is, areas where the ﬁeld is
enhanced by several orders of magnitude, can greatly increase
the nonlinear signal generated by a nonlinear medium located
in nanogaps.19−21 Furthermore, the excitation of plasmonic
hybridized modes has been found to be a convenient way to
control and engineer SHG thanks to the wide spectral
tunability of localized surface plasmon resonances.22−24 In the
case of SHG from plasmonic nanostructures constituted of
noble metals, the second harmonic (SH) polarizations mainly
originate from the surface of the nanostructures where the
inversion symmetry of the crystalline structure is locally
broken.25−27 Thus, the generated SH surface polarizations
can be used for probing in the far-ﬁeld morphological defects,
down to few nanometers.7 The symmetry properties of SHG
from coupled plasmonic systems dramatically aﬀect the SH
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Figure 1. (a) Linear scattering as a function of the length L2 of the long nanorod a for an incident wavelength λ = 800 nm. The lengths of the middle
nanorod b and of the short nanorod c are ﬁxed to 60 nm here. (b) Linear scattering as a function of the length L1 of the short nanorod c for an
incident wavelength of 400 (red curve) and 800 nm (blue curve). Linear near-ﬁeld intensity (in logarithmic scale) distributions close to the DRAs for
six lengths L1 considering an incoming planewave with a wavelength (c) λ = 400 nm and (d) 800 nm. From top to bottom: L1 = 21.5, 30, 47, 98,
123.5, and 157.5 nm. For panels (c) and (d), all intensity distributions are plotted with the same colorscale.

ﬁxed at 160 nm in order to generate the maximum fundamental
near-ﬁeld intensity close to the DRA and only the length L1 of
short nanorod c is changed in order to tune a second resonance
close to the SH wavelength (400 nm). Figure 1b shows the
linear scattering intensity for diﬀerent lengths L1 ranging from
20 to 200 nm. The red and blue curves represent the variation
of the scattering intensity for a planewave excitation at λ = 400
and 800 nm, respectively. The red curve clearly indicates that a
length L1 close to 60 nm yields to a scattering maximum for an
excitation at 400 nm, whereas a maximum of scattering at 800
nm is observed for L1 close 160 nm. Even though the scattering
maximum at 400 nm is not directly related to the eﬃciency of
the SHG, it still translates to an eﬃcient far-ﬁeld radiation at
this wavelength, as stated by the reciprocity theorem,43 and we
thus expect to observe an enhanced SH emission for lengths L1
close to 60 nm.
In order to determine which part of the DRAs is active under
400 and 800 nm planewave excitation, the near-ﬁeld intensity
distributions are computed in the Oxz plane and are plotted in
Figure 1c and d, respectively, for six lengths L1 ranging from
21.5 to 157.5 nm. For an illumination wavelength λ = 400 nm,
the long nanorod a is weakly excited for this range of lengths
L1, while a plasmonic dipolar mode with a strong enhancement
of the electric ﬁeld is observed on the short nanorod c when L1
= 47 nm. In contrast, considering a λ = 800 nm planewave
excitation, a strong dipolar plasmonic mode is excited on the
long nanorod a, inducing a large electric near-ﬁeld.
Furthermore, the oﬀ-resonance behavior of the short nanorod
c at the fundamental wavelength is conﬁrmed for the
asymmetric cases (short L1).
Experimental Results. To experimentally investigate the
SHG from DRAs, samples were fabricated on a glass substrate
with electron beam writer with 100 keV electron gun (Vistec
EBPG5000), followed by a lift-oﬀ. In order to improve the
morphologic uniformity of aluminum nanoantennas, the

SH wavelength while the fundamental resonance is ﬁxed. The
purpose is to evidence the underlying physical mechanisms
leading to the enhancement of SHG in DRAs. The DRAs have
been fabricated with Al following a recipe permitting to reduce
the defects caused by oxidation, see the Methods section for
details.42

■

RESULTS AND DISCUSSION
Preliminary Design. The DRAs studied in this work
consist of three aluminum nanorods aligned along the x-axis
separated with 20 nm gaps. The small gap dimension facilitates
a strong near-ﬁeld coupling in both the linear and the nonlinear
regimes. Other geometric parameters, namely, the width and
thickness of the DRAs, are set to 60 and 40 nm, respectively.
The simulations are performed considering isolated structures
in a homogeneous background with a refractive index n = 1.45,
corresponding to an averaged value between the refractive
indices of water and of the glass substrate. In order to design
the DRAs with plasmonic resonances at both fundamental
excitation (800 nm) and the corresponding SH wavelength
(400 nm), the length L2 of long rod a is ﬁrst optimized using
SIE simulations. Although the SHG is directly related to the
near-ﬁeld enhancement occurring at the fundamental wavelength (not to the scattering),23 here we choose to consider the
scattering for the sake of simplicity, since the shift between the
maxima of the scattering and the near-ﬁeld enhancement is
negligible for a preliminary design. Figure 1a shows the linear
scattered intensity as a function of the length L2 for an
incoming planewave with a wavelength λ = 800 nm. The
incident planewave comes at normal incidence and is polarized
along the antenna arms. Please note that the lengths of the two
short nanorods are here ﬁxed to 60 nm. A maximum of the
scattered intensity is observed when the length L2 is about 160
nm, corresponding to a strong resonant excitation of a dipolar
mode in the long nanorod. In a second step, the length L2 is
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Figure 2. (a) Scanning electron microscopy (SEM) images of aluminum DRAs. Line arrays for six selected lengths L1 are shown (L1 = 39, 47, 64,
124, 158, and 175 nm). The scale bar at the right bottom corner corresponds to 200 nm. (b) Measured and SIE simulated SH scattering intensity as
functions of the length L1. The error bars show the maximal and minimal collected SH intensity for each nanoantenna line arrays. Five diﬀerent
positions have been considered for each array. For the SIE simulations, the collection angle is adjusted to ﬁt the experimental detection angle (48.8°
with the normal).

oxidation of aluminum was carefully prevented during the
electron beam lithography (EBL).42 Three-arms Al nanoantennas with lengths L1 ranging from 39 to 175 nm have been
fabricated. The nanoantenna width and thickness are ﬁxed to
60 and 40 nm, respectively. Figure 2a shows the SEM images of
DRAs with diﬀerent lengths L1 revealing high quality
nanostructures. The DRAs are arranged in single line arrays
and, for each line, the distance between the antennas is 300 nm.
For the nonlinear optical measurements, a multiphoton
scanning microscopy (LEICA SP5MULTI-PHOTON), combined with a Ti:sapphire femtosecond laser working at 800 nm
with 140 fs pulse duration, is used (see Supporting Information,
Figure S1). Figure S1 also shows the SH backward intensity
image. From each bright line, the SH signal can be extracted
permitting to plot the SH intensity as a function of the length
L1. In addition, a quadratic input power dependence of the
recorded nonlinear signal is observed for selected arrays (L1 =
47, 115, and 158 nm), conﬁrming that the recorded signal
corresponds to SHG (Supporting Information, Figure S2).
Note that the two-photon photoluminescence, which is
spectrally well-separated from the SH peak,32,35 has been
removed with the adequate ﬁlters. As the length L1 increases, a
ﬁrst maximum is observed between 60 and 80 nm, then the
signal intensity decreased by roughly one-half when L1 = 115
nm and rises again close to the symmetric case (L1 = 160 nm)
due to the strong resonance at the fundamental wavelength.
Full-Wave Computation of the SHG. To support these
experimental observations, the SHG from the DRA has been
computed using a SIE method (see the Methods section for the
implementation details), showing an excellent agreement with
the nonlinear measurements (see Figure 2b). The SH intensity
is maximum when L1 = 47 nm, almost matching the linear
scattering peak at 400 nm (compare the gray dashed curve in
Figure 3a with Figure 1b). The slight discrepancy between
these two values probably comes from the distinct physical
natures of SHG and linear scattering. However, it is appealing
that the DRAs giving the highest SHG can be roughly
estimated with linear far-ﬁeld excitations,10 although the SH
sources originate from their surface.25,26 As the length L1
increases, the DRA becomes oﬀ-resonance at 400 nm and the
SH intensity decreases dramatically. The SH intensity increases
again as L1 becomes longer than 130 nm, because the coupling
with the pump wave starts then increases, as shown in Figure
1b, in agreement with the Experimental Results.

Figure 3. (a) SH intensity from the total structure (gray dashed
curve), long nanorod a (red curve), middle nanorod b (blue curve),
and short nanorod c (green curve) as functions of the length L1. (b)
Real part of the x-component of the SH electric ﬁelds evaluated at four
interesting positions as a function of the length L1. The four
considered positions are indicated in the inset with two points located
at the center of the nanogaps (red and green dots) and two points
situated 10 nm away from both sides of the DRAs (blue and yellow
dots). The colored curves indicate the SH ﬁeld at each positions a
function of the length L1. For panel (b), all the SH sources are
considered.

To understand the inﬂuence of the length L1 on the SHG,
the real part of the x-component of the SH electric ﬁeld Ex_SH
was evaluated at four diﬀerent positions: two at the center of
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Figure 4. Near-ﬁeld distributions of the SH intensity for six lengths L1 (L1 = 21.5, 30, 47, 98, 123.5, and 157.5 nm) are considered. (a) Partial SHG
from the nanorod a and (b) total SHG from the whole structure. All intensity distributions are plotted with the same colorscale.

of the diﬀerent constituting elements using a decomposition of
the nonlinear sources.
Decomposition of the SH Sources. In order to conﬁrm
the importance of the mode coupling for the enhancement of
the SHG, a numerical method permitting evaluating the
contribution of each constituting part of DRAs was developed
(see Methods). This method uses the linearity of the SIE
formalism in the undepleted pump approximation and enables
analyzing the role of each nanorod in the SHG from coupled
plasmonic systems. Note that this self-consistent method
considers the near-ﬁeld coupling between the constituting
elements of the DRA at the excitation and emission stages,
although the SH sources stand only on the surface of the
considered nanorod, which has a nonzero surface susceptibility
χ(2). In other words, it means that, although one nanorod of the
nanostructure does not support SH sources during the
computation, it can still be polarized by the SH ﬁeld generated
by another part of the nanostructure. The red, blue, and green
curves in Figure 3a show the SH far-ﬁeld scattering intensity as
a function of the length L1 considering nonlinear sources on the
nanorods a, b, and c, respectively. The comparison between the
total SH intensity (gray dashed curve) with the SH signal from
the long nanorod a (red curve) and the coincidence of the SH
intensity peaks around L1 = 47 nm reveals the mechanism of
SHG enhancement in DRA: the near-ﬁeld SH intensity from
the long nanorod a excites the dipolar mode of the short
nanorod c, increasing the scattering of the SH intensity into the
far-ﬁeld. In addition, the long nanorod a is found to be the
main contribution of the SHG from the DRAs due to its strong
resonance at 800 nm. For the nanorod c (green curve), the SH
intensity is gradually increased with the nanorod length L1 and
reaches a maximum value in the symmetric case, meaning that
this part of the nanoantenna is also resonant at the fundamental
wavelength in this case. Note that, as expected, the
contributions of the nanorods a and c are identical when they
have the same length. For the middle nanorod b (blue curve), a

the nanogaps and two 10 nm away from each extremities of the
DRA, as shown in the inset of Figure 3b. The panel on the top
presents the variation of Ex_SH close to the short nanorod c. The
amplitude of the SH electric ﬁelds at these points reach an
amplitude maximum around L1 = 47 nm. The relative phase
(∼0°) between the ﬁeld at those two points indicates that a SH
dipolar resonance is supported by the short nanorod c, which
induces a maximum of the SH scattering as shown in Figure 3a.
Two important observations can be made comparing the top
and bottom panels of Figure 3b. First, as L1 increases, the SH
mode supported by the short nanorod c gradually evolves from
a dipolar nature (L1 = 47 nm) to a quadrupolar nature
(opposite phase between the electric ﬁelds evaluated at the
extremities), which reaches its maximum in the symmetric case
(L1 = 160 nm) with no real part of the x-component of the SH
electric ﬁeld for intermediate lengths (around L1 = 98 nm).
Figure S3 shows the imaginary part of the ﬁeld at the same
points, indicating that the SH electric ﬁeld is not vanishing, but
is 90° out of phase relatively to the excitation ﬁeld. The time
evolution of the SH near-ﬁeld distribution is shown for the
symmetric nanoantenna and the DRA as movies (see the
Supporting Information). Second, the similar variations of the
SH intensity close to the short nanorod c (top panel) and close
to the long nanorod a (bottom panel) indicate a coupling
eﬀect. At this point, one can suspect that the SH dipolar mode
on the short nanorod c is excited by near-ﬁeld coupling with the
SH quadrupolar mode on the long nanorod a through the
middle nanorod b. Indeed, close to L1 = 47 nm, the SH dipolar
mode of nanorod c and the quadrupolar mode of nanorod a are
maximal, indicating a strong quadrupole-dipole mode coupling.
Such a quadrupole-dipole coupling in the SHG from gold
nanoantennas has been recently reported by Gennaro et al.37 In
this work, the authors discussed their experimental data in
terms of interferences between dipolar and quadrupolar SH
emissions. Here, we propose to quantitatively address the role
1525
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Figure 5. SH emission patterns and the corresponding multipolar decompositions for (a) a single Al nanorod (L = 160 nm), (b) the DRA (L1 = 47
nm), and (c) the symmetric antenna (L1 = 160 nm). The emission patterns have been decomposed into the vector spherical harmonics and the
weights of the diﬀerent orders are shown. The sum of the contributions is normalized to the total SH scattering for each case. Edip, Equad, and Eoct
correspond to the electric dipolar, quadrupolar, and octupolar moments, respectively, whereas M and El<3 correspond to the magnetic moments
(always found negligible) and electric moments with higher orders. The blue arrows show the orientation of the dipolar moment. The small xcomponent in the case of the symmetric antenna (c) is due to slight asymmetries existing in the mesh, even though the geometry is symmetric.

Figure 6. Fundamental eigenmodes for (a) a single Al nanorod (L = 160 nm), (b) the DRA (L1 = 47 nm), and (c) the symmetric antenna (L1 = 160
nm) and modes close to the SH wavelength (400 nm) for the three nanostructure. The emission patterns associated with each mode have been
decomposed into the vector spherical harmonics and the weights of the diﬀerent orders are shown as histograms. The sum of the contributions is
normalized to the total scattering in each case. Edip, Equad, and Eoct correspond to the electric dipolar, quadrupolar, and octupolar moments,
respectively, whereas M and El<3 corresponds to the magnetic moments (always found negligible) and electric moments with higher orders.

weak SH intensity is always observed due to an oﬀ-resonance
behavior at both fundamental and SH wavelengths.
To further conﬁrm the importance of the mode coupling in
the enhancement of the SHG from DRAs, the SH near-ﬁeld
intensity has been evaluated using the SIE method with partial
nonlinear sources. The SH near-ﬁeld distributions for six
lengths L1 have been computed considering a nonzero surface
susceptibility χ(2) only for the long nanorod a and for the total
antenna, respectively (Figure 4a,b). The SH near-ﬁeld
distributions with nonzero surface susceptibility χ(2) for short
nanorod c and middle nanorod b are shown in the Supporting
Information (Figure S4). These results conﬁrm that the SH
sources standing at the surface of the long nanorod are the
main contributions to the nonlinear conversion. Indeed, the SH
near-ﬁeld distributions induced by these sources are similar to
those observed when all the sources are considered.
Furthermore, the SH near-ﬁeld distributions resulting from

the SH sources standing at the surface of the other nanorods
are much weaker, see Figure S4. From Figure 4a, looking at the
case L1 = 47 nm, one can see that the resonance of the short
bar at 400 nm leads to a delocalization of the SH ﬁeld
generated by the long nanorod over the whole DRA. This
observation conﬁrms that energy transfer occurs between the
SH sources distributed over the long nanorod surface and the
dipolar mode of the short nanorod c. Furthermore, we clearly
observe that this energy transfer is maximal, that is, the SH ﬁeld
is maximal close to the short nanorod c, when the dipolar mode
is tuned close to the SH wavelength (at 400 nm, corresponding
to L1 = 47 nm).
Multipolar Analysis. In order understand the role of the
energy transfer occurring at the SH wavelength in the
enhancement of the SHG from the DRA, a multipolar analysis
of the SH emission has been performed for a single Al nanorod
(L = 160 nm), the asymmetric DRA (L1 = 47 nm) and the
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considering the modes close the SH frequency, the asymmetric
DRA is the only one that exhibits a net dipolar contribution.
Indeed, since there is no excitation ﬁeld, the two fully
centrosymmetric nanostructures, that is, the single nanorod
and symmetric nanoantenna, cannot exhibit dipolar contributions for those even order modes. This eigenmode analysis
reveals that, to some extent, all the nanostructures considered
here satisfy a double resonant condition. This is a direct
consequence of the use of Al as the plasmonic material: Indeed,
Al is the material of choice for plasmonic modes in the near-UV
and the observation of localized surface plasmon resonances
close to λ = 400 nm is common in nanostructures made of Al
with various shapes,48−54 meaning that the double resonant
condition is easily achieved with this material for a pump at λ =
800 nm. Since the comparison is performed between double
resonant antennas, a SH enhancement of 1.5 for the DRA is
already meaningful, pointing out the importance of the energy
transfer at the SH wavelength in the SH enhancement.

symmetric DRA (L1 = 160 nm). Here, the method used is
similar to the one used by Mühlig et al.,44 except that the SH
emission is considered instead of the linear scattering. The case
of SHG from a single Al nanorod is considered ﬁrst in order to
emphasize the speciﬁcities of the DRA. The multipolar analysis
reveals that the SH emission corresponds mainly to a
quadrupolar emission with a small dipolar contribution, Figure
5a. Note that the dipole moment is aligned along the
propagation direction and is due to the retardation eﬀect at
the fundamental wavelength, as intensively discussed in the
past.29,30,45,46 These observations are then prevalent in the
SHG from a centrosymmetric object with a small size compared
to the wavelength.29,30,45,46 Diﬀerent from a single nanorod, the
SHG from the asymmetric and symmetric DRAs involve high
order modes. However, two main diﬀerences are observed.
First, the SHG from the symmetric antenna has larger
contributions from the octupolar moment. Second, the
orientation of the SH dipolar moment is not the same for
both structures. For the symmetric DRA, the SH dipolar
moment is along the propagation direction of the incident
wave, as is also the case for the single nanorod, meaning that
the excitation of this mode comes from the retardation eﬀects
at the fundamental wavelength. This is indeed the only
possibility allowed by the symmetry of the problem at hand. On
the contrary, the SH dipolar moment supported by the DRA is
mainly along the antenna arms (only a small component is
induced by the ﬁeld variation at the pump wavelength). The
new orientation of the SH dipolar moment is a direct
consequence of the energy transfer occurring at the SH
wavelength, which is allowed by the symmetry breaking along
the x-axis. Indeed, as discussed in the previous section, the
nonlinear sources standing at the surface of the long nanorod
resonantly drive the dipolar mode of the short nanorod at the
SH wavelength, resulting into a dipolar SH far-ﬁeld radiation
polarized along the antenna axis. Although the DRA gives the
highest SHG, it should be mentioned that the ratio between the
total SH intensity scattered by the asymmetric DRA and that
scattered by the single nanorods or the symmetric DRA are
1.88 or 1.26. To understand why the enhancement of the SHG
is not higher, it was found useful to perform an eigenmode
analysis.
Eigenmode Analysis. Using a numerical method for
ﬁnding the eigenmodes of plasmonic nanostructures based on
SIE,36,47 the fundamental dipolar mode has been determined
for a single Al nanorod (L = 160 nm), the asymmetric DRA,
and the symmetric DRA (Figure 6). For all these nanostructures, the fundamental dipolar mode is observed in the nearinfrared, around λ = 950 nm. Note that this mode does not
exactly match the pump wavelength, since the preliminary
design has been based on the scattering cross-section, with a
substantial contribution from other eigenmodes. At the same
time, the eigenmode analysis reveals some modes close to the
SH wavelength (λ = 400 nm) for all the considered
nanostructures. For example, in the case of the single nanorod,
a quadrupolar mode is observed at λ = 440 nm. This double
resonant condition in single Al nanorod has already been
experimentally observed by the Bachelier’s group,35 following
our theoretical discussion on the eﬃciency of this double
resonant condition.36 In the case of the symmetric DRA, a
mode is observed at λ = 397 nm. This mode is composed of
quadrupolar modes supported by each long nanorod. It is
interesting to note that this mode has the appropriate parity for
contributing to the SH emission. On the other hand,

■

CONCLUSION
In summary, a comprehensive study of the mechanisms leading
to the enhancement of SHG in double-resonant plasmonic
nanoantennas has been performed. By combining full wave SIE
simulations with advanced fabrication techniques and sensitive
nonlinear optical experiments on Al plasmonic nanostructures,
the modulation of SHG from three-arm aluminum nanoantennas has been studied for a broad variety of geometries.
For this purpose, the length of the long nanorod a of the DRAs
has been ﬁrst optimized and ﬁxed at 160 nm, while the length
of the nanorod at other extremity is varied from 20 to 200 nm.
It has been clearly observed that the SH intensity is maximum
when this nanorod is able to scatter light at the SH wavelength.
The SH intensity observed in this case is almost twice the value
obtained when the short nanorod c does not have any resonant
behavior at 400 nm. The corresponding SH near-ﬁeld
distributions conﬁrm the presence of a quadrupolar SH
supported by the long nanorod, which is able to drive a
dipolar resonance supported by another nanoantenna arm. This
energy transfer during the frequency conversion process is
summarized in Figure 7 (the case of the symmetric nanoantenna is shown in Figure S5) and represents a new way for
increasing and controlling nonlinear optical conversion at the
nanoscale. Indeed, contrary to other designs,37 the interplay
between the dipolar and quadrupolar moments is found
beneﬁcial for the SHG. These results provide new physical
insights into the physical mechanisms of the SHG enhancement
in multiresonant plasmonic structures and should guide their
utilization for the design of eﬃcient nonlinear plasmonic
metasurfaces based on double resonant nanostructures.

■

METHODS
Simulation. The linear and SHG simulations are performed
with an in-house code based on the SIE formulation. The Al
permittivity has been extrapolated from experimental data.50
For the linear SIE evaluation, the electric and magnetic surface
currents are expanded on the Rao−Wilton−Glisson (RWG)
basis functions with discretized triangular meshes approximating the boundary surface. The expanding coeﬃcients are
obtained by enforcing the boundary conditions on the surfaces
and the Galerkin’s method. A Poggio-Miller-Chang-Harrington-Wu-Tsai method is applied to ensure the accuracy of the
solutions. The electric and magnetic ﬁelds are then deduced
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nanostructures. Therefore, H2O present in the glass substrate,
the spin-coated photoresist, and the evaporation environment
should be minimized as much as possible. Thus, an optimized
recipe for aluminum nanostructures was developed. Thus, an
optimized recipe for the fabrication of aluminum nanostructures was developed as detailed in ref 42 and utilized for the
fabrication of all the nanostructures in this study.
Nonlinear Optical Measurement. For the nonlinear
optical measurements, we use a multiphoton scanning
microscopy (LEICA SP5MULTI-PHOTON) combined with
a 20x/1.00 NA water-immersion objective (HCX PL APO) and
a Ti:sapphire femtosecond laser (Chameleon ultra laser with a
80 MHz repetition rate) operating at λ = 800 nm with a 140 fs
pulse duration combined with an electro-optical modulator
(EOM) to adjust the input power. The backward scattered
SHG from the structures is collected by the same objective
followed by a beam splitter, a band-pass ﬁlter (400/15
BrightLine ﬂuorescence ﬁlter), and a photomultiplier tube
(NDD PMT). The XY scanner (400 Hz scanning speed) of the
microscopy enables a 387.5 μm × 387.5 μm ﬁeld range with
758.32 nm pixel resolution. The quadratic dependence between
the SH intensity and the input power has been recorded by
carefully tuning the input power.

Figure 7. Mechanisms of the SHG enhancement in DRA with both
fundamental (long nanorod) and SH (short nanorod) resonances. The
fundamental excitation, the direct SH quadrupolar emission (long
nanorod) and SH dipolar mode (short nanorod) are depicted as a red
arrow, a blue dashed arrow, and a blue arrow, respectively. Note that
the near-ﬁeld coupling occurs when the short nanorod supports a
dipolar mode at the SH wavelength.

■

from the evaluation of the Green’s functions. The surface SH
polarization can be written as
+

P(r ) =

(2)
χ⊥⊥⊥
:

−
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Here we only consider the component of surface tensor normal
to the surface of the structures χ(2)
⊥⊥⊥, since this term is found to
dominate the nonlinear response of metallic nanoparticles. For
the computation of the SH polarization, the linear electric ﬁelds
is evaluated just below the aluminum surface. The r+ and r−
denote the locations just above and below the interface,
respectively. Once the SH polarization is calculated, the SH
surface currents are yielded by solving the SIE formulation
taking into account boundary conditions including the
nonlinear polarization. The SH electric ﬁeld ESH(r) and
magnetic ﬁeld HSH(r) at any point of space can then be
computed,
E SH(r ) = −i 2ωμ
−

∫

∫
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